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Figure E.33 Time Step of Surface Corrosion for 1.0% Chloride
Pre-Cracked Specimens

100.0 T

90.0

80.0

DOchamber Shelf 2: 3
months

B Chamber Shelf 4: 6
months

OBath 1: 6 months

OBath 2: 12 months

70.0

60.0

50.0

% Rib Loss

40.0

30.0

20.0

10.0

0.0

No ClI

Aquron

Axim

Cortec Grace

Corrosion Inhibitors

Master
Builders

Sika

Figure E.34 Time Step of Rib Lossfor 1.0% Chloride
Pre-Cracked Specimens
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